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CERTIFICATE of ANALYS1S
Sample(s) described as ...... Agualac Lacgquer - Semi Matt
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BS5665 (EN71) PART 3

Toxic Metals

sample no.
Metal maximum permitted ! 2 3 a 5
(mag/kqg)
Soluble Arsenic 25 <10
Soluble Mercury 60 <10
Soluble Selenium 500 <50
Soluble Chromium 60 <10
Soluble Antimony 60 <10
Soluble cCadmium 75 <10
Soluble Lead 90 =10
Soluble Barium 500 <50

Lacguer

Rey to samples 3

1
2
3
4
5

K8 ploase note that maxima are not applicable to composite samples

-

12¢ Method of analysis i ICP
12d  Solvent used for oily, waxy or greasy materials : 1,1,l-trichloroethane

sz@ Deviations from the test procedures specified : None

ﬂaﬂﬂiﬂﬁﬂt A8 a result of the above, I am esatisfied that this component
=l complies with the regquirements of BSH665 part 3 1989.

pDate: 7th October 1993

PORMERLY CONSULTANTS YO :
Lue Tayher & Lucke Npnom & Lane {§'



